Pfevodni tabulka pro korekci vihkosti béznych druht drevin

Druh dreva Vihkost v %
Naméfena hodnota

( Smrk ) 8.0 | 9.0 100 11.0 12.0 13.0/14.0/15.0(16.0/17.0 18.0 19.0 20.0/21.0/22.0|23.0 24.0| 25.0
Skutecna hodnota

Dub bily 72 | 80 88 96 105 115/124/135/145/156 16.5 17.3 18.3/19.3/20.2|21.2 22.1| 231
Buk 6.7 | 74 81 9.0 100 11.0[12.2/13.2(14.0/14.7 154 16.3 17.1|17.8|18.8|20.3 22.0| 23.9
Jedle bila 88 | 9.7 106 114 123 13.1/14.1/151/16.2/17.3 18.1 19.1 20.0/21.1/22.1|23.0 24.0| 24.8
Jasan bily 76 | 82 90 98 107 11.5/124/13.2(13.9|14.7 156 164 17.2|17.9|18.7|19.5 20.3| 20.9
Lipa 75|79 88 95103 11.1/12.0/13.1/140/149 159 169 17.8|18.7/19.6|206 215|222
Bfiza 89 | 98 106 116 125 134|/144/154|16.4|17.4 184 195 205|21.6|22.6|23.6 246| 25.7
Mahagon 8.2 | 92 103 11.3 123 13.2/14.0/148|157|16.5 17.2 181 18.8|19.5/20.2|209 21.7| 223
Javor 88 | 95 100 108 11.7 125/13.4/143(15.2|16.1 17.118.2 19.2|20.3|21.2|224 23.7| 246
Vladsky ofech 85 | 94 103 11.2 121 |13.0/13.9/14.8|15.7(16.5 17.3 183 19.2/20.1/20.9|21.8 22.7| 233
Borovice 86 | 96 107 118 128 13.8/14.8/158(16.8|17.8 18.7 19.7 20.6|21.5/22.4|23.3 241|249
Jilm americky 7.6 | 8.1 87 91 98 104110117 (125|13.4 141 149 156|16.3/17.0|17.7 18.6| 19.0
ModFin 8.7 | 97 108 11.8 127 136|/146|/156(16.5|17.5 184 194 204 |21.3|22.1|23.1 239|248
Olse 89 | 99 108 11.8 129 13.8|/14.8|/158|16.9|18.0 18.8 19.8 20.9|22.0|22.9|23.8 24.7| 256
Topol 84 | 95 106 116 127 13.8/148|159(17.0/17.9 18.7 19.7 20.7|21.6|22.6|23.6 24.7| 259




